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ol e Geochemical
625 Spice Island Dr.

Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31934.4 ( COMPLETE ) | REFERENCE INFO: NONE GIVEN
CILTENT: BROHM MINING CORPORATION SUBMTTTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 9-0CT-89
NUNBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTMIT EXTRACTION METHOD
1 Au Gold 41 0.0n2 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATTONS  NUMBER
7 OTHER DRILL TYPES 41 2 150 41 ASSAY PREP 41
SAMPIF PICKUP/MTLE 1
REMARKS: 1AT GOLD (29.17G)
DUPI TCATF NOT AVAII ABLF
*xxCORRECTED REPORTxxxxx
SAMPLE ID’S HAVF BEEN CORRECTED
REPORT COPIES T0: MR. JIM BARRON INVOICFE TO: MR. JIM BARRON

MR. ROD MCCLEOD
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431

702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

Geochemical
Lab Report

DATE PRINTED: 9-0CT-89

REPORT: R89-31934.4 l PROJFCT: NONF GIVEN PAGE 1
SAMPLE ELEMENT Au SANMPLE ELEMENT Au
NUMBER UNTTS 0PT NUMBER UNTTS oPT
7?2 R89-585 N-5 <N.nnz2 22 R89-585 20N-205 <0.002 —
72 R89-585 5-101 0.004
72 R89-585 10-15 0.006
72 R89-585 15-20 0.004
72 R89-585 20-25 0.006
72 R89-585 25-30 0.004
72 R89-585 30-35 0.004
72 R89-585 35-40 <0.002
72 R89-585 40-45 <0.002
/2 R89-585 45-50 <0.002
72 R89-585 50-55 <0.002
72 R89-585 55-6 <0.002
72 R89-585 6N-65 <0.002
7?2 R89-585 65-70 0.002
72 R89-585 1N-75 0.002
72 R89-585 75-80 0.003
72 R89-585 80-85 <0.002
72 R89-585 85-910 0.003
72 R89-585 9N-95 <0.002
72 R89-585 95-10N 0.003
72 R89-585 1NN-1N5 0.002
72 R89-585 105-110 0.004
Z2 R89-585 110-115 0.008
72 R89-585 115-120 0.012
72 R89-585 120-125 0.009
7?7 R89-585 125-130 0.007
7?2 R89-585 130-135 0.012
72 R89-585 135-140 0.018
72 R89-585 140-145 0.018
72 R89-585 145-150 0.006
72 R89-585 15M-155 0.003
/2 R89-585 155-160 0.005
72 R89-585 16N-165 0.004
7?2 R89-585 165-170 0.002
72 R89-585 170-175 0.005
72 R89-585 175-180 0.002
72 R89-585 18N-185 0.006
72 R89-585 185-190 0.003
7?2 R89-585 190-195 0.002
/2 R89-585 195-200 0.002
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Bouder-Clegg, It Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG
ADIVIS] | P,bl spsmoms _1
| £ "QM} N&CT Y 3 DATF PRINTED: 9-0CT-89
REPORT: R89-31934.4 i ] al U ﬂ PROJECT: NONE GIVEN PAGE 2 j
1 -3
SAMPLE ELEMFNT TR SMP[F N ELEMENT Au
NUMBER T {1 e8el 3 . YO0 umstr | ! UNITS ~ OPT
R89-585 20-25 0.006 : T
Duplicate 0.006 . B T
p 2 t?’.) ‘I' 4 ‘wHC "t_‘
R89-585 70-75 0.002 o I
Duplicate 0.002
R89-585 130-135 0.012
Duplicate n.n13
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« - Bondi-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31935.4 ( COMPLETE )

REFERENCE [NFO: R89-585 REF#205-5N5

CLTENT: BROHM MINING CORPORATION
PROJECT: R89-585

SUBHMITTED BY: BARRON
DATE PRINTED: 9-0DCT-89

ORDER ELEMENT

1 Au Gald

NUMBER OF
ANALYSES

6l

LOWER
DETECTION LTMIT EXTRACTION METHOD
0.002 oPT Fire Assay

SAMPLE TYPES

NUMBER
Z OTHER DRILL TYPES 6N

SIZE FRACTIONS

2

~150

SAMPLE PREPARATIONS NUMBER
ASSAY PREP 60
EXCESSIVE WETNESS/LB 1250
SANPLE PICKUP/MILE 1

REPORT COPIES T0: MR. JIM BARRON
MR. ROD MCCLEOD

INVOICE TO: MR. JIM BARRON




* Bonda"Clegg Inc — Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 9-0CT-89

REPORT: R89-31935.4 PROJFCT: R89-585 PAGE 1
SAMPLE ELEMENT fu SANPLE ELEMENT Au
NUMBER UNITS oPT NUNMBFR UNITS oPT
72 R89-585 205-210 <N.0nn2 7?2 R89-585 405-410 0.008
72 R89-858 210-215 0.003 72 R89-585 410-415 0.004
72 R89-585 215-220 n.0on3 Z2 R89-585 415-420 0.004
72 R89-585 2211-225 0.005 22 R89-585 420-425 0.003
72 RB9-585 225-23N 0. 0n4 72 R89-585 425-430 <0.002
/7 R89-585 230-235 0.004 72 R89-585 430-435 <0.002
72 R89-585 235-240 n.nn3 22 R89-585 435-441) <0.002
72 R89-585 2401-245 <1.002 12 R89-585 44N-445 <0.002
72 R89-585 245-250 n.nn3 72 R89-585 445-450 <0.002
72 R89-585 250-255 0.003 12 R89-585 450-455 <0.002
72 R89-585 255-26N 0.0n5 72 R89-585 455-440 0.006
12 R89-585 260-265 0,004 12 RB9-585 460-465 <0.002
72 R89-585 265-27N n.nnz2 72 R89-585 465-470 <0.002
72 R89-585 27N-275 0.004 12 R&I-585 470-475 <0.002
7?2 R89-585 275-28N n.nn3 7?2 R89-585 475-480 0.004
72 R89-585 28M-285 <0.0n2 72 R89-585 480-485 0.005
72 R89-585 285-29N n.n19 1?2 R89-585 485-49N <0.002
72 R89-585 2901-295 0.010 12 R89-585 490-495 <0.002
72 R89-585 295-30N N.0n4 2?2 R89-585 495-50N <0.002
12 R89-585 301305 0.004 Z2 R89-585 500-505 0.009 —
72 R89-585 305-310 0.02n

72 R89-585 310-315 0.006

72 R89-585 315-320 0.004

72 R89-585 3201-325 0.003

72 R89-585 325-330 <0.002

72 R89-585 3301-335 0.003

72 R89-585 335-340 0.004

72 R89-585 3401345 0.004

/2 R89-585 345-350 0.003

72 R89-585 3501-355 0.002

72 R89-585 355-360 0.005

12 R89-585 3601-365 0.003

72 R89-585 365-370 0.004

72 R89-585 370-375 0.003

72 R89-585 375-38N 0.004

72 R89-585 3801-385 0.003

72 R89-585 385-39N 0.004

72 R89-585 3901-395 <0.002

72 R89-585 395-4NN 0.002

72 R89-585 4lIN-40N5 0.003




e Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) CLEGG
e s
"~ M\ (\[1AD TION & TESTING SERVICES
| W aendl WP R AL I I DATE PRINTED: 9-0CT-89
L REPORT: R89-31933.4 (| \c, V=" PROJECT: R89-585 PAGE 2
— |!"/ \
SANPLE ELFRFNT". $ \ A 3. ™ Uu SAMPL F El FHENT Au
7% T OB\

L]
)

NUMBER NI °‘ p NUMBER UNITS OPT
J(\b/ {

R89-585 230-235 i !\HOHB \

U TV
Duplicate D'JU\% ﬂvmf\ ) /

R89-585 280-285 W2
Duplicate ©<0.002
R89-585 340345 0.004
Duplicate 0.004
| R89-585 39(1-395 <0.002
i Duplicate 0.002
| R89-585 450-455 <0.002
Duplicate 0.003
R89-585 500-515 0.009
Duplicate 0.009
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BONDAR-CLEGG

BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA

Invoice

R A + "Date

‘Project

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

v 'R076766, Page 1

: 10-0CT-89

Report No: R89-31935.4

: R89-585

57732 W ¥ ;
i o S Reference: R89-585 REF#205-505
BARRON
60 Analyses of Gold at $ 7.00 $ 420.00
Subtotal S 420.00 S 420,00
- Sample Preparation- - - bt
60 Samples of ASSAY PRFP at $ 3.00 s 180,00
1250 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 250.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 12.00
Subtotal S 442.00 S 442.00

Miscellaneous Charges

4% SOUTH DAKOTA SALES TAX
2% DEADWOOD CITY SALES TAX

Subtotal

9w n

Invoice Total:

THIS IS A PROFESSIONAL SERVICE

17.58
8.84
26.42 $ 26.42

S 888.42 U.s.

ACCOUNTS DUE WHEN RENDERED

¥
b
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Bondar-Clegg, Inc. - hemi
625 Spice Island Dr. ‘ ;eﬂ(: m“:al
Building 17Onit A Lab Report
Sparks, Nevada 89431

02 3539530 BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31936.4 ( COMPLETE ) ( REFERENCE INFO: R89-585 REF#505-635
CLTENT: BROHM MINING CORPORATION SUBHITTED BY: BARRON
PROJECT: R89-585 DATE PRINTED: 11-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 26 0.002 oPT Fire Assay
SANMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 26 2 -150 26 ASSAY PREP 26

EXCESSIVE WETNFSS/LB 734

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
fR. ROD MCCLFOD




Bondar-Clegg, Inc.
625 Spice Island Dr.
Building !, ®nit A
Sparks, Nevada 89431
702 (359-9330)

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

B0

Geochemical
Lab Report

DATE PRINTED: 11-0CT-89

REPORT: R89-31936.4 | PROJECT: R89-585 PAGE 1
SAMPLE ELEMENT Au
NUMBER UNITS OPT
72 R89-585 505-510 0.005
72 R89-585 510-515 0.003
72 R89-585 515-520 <0.002
12 R89-585 5201-525 <0.002
72 R89-585 525-530 <0.002
72 R89-585 530-535 <0.002
72 R89-585 535-540 <0.002
72 R89-585 5401-545 <0.002
Z2 R89-585 545-550 <0.002
12 R89-585 550-555 <0.002
Z2 R89-585 555-560 <0.002
72 R89-585 5601-565 0.002
Z2 R89-585 565-57N 0.005
12 R89-585 5701-575 <0.002
72 R89-585 575-580 <0.002
72 R89-585 580-585 0.002
22 R89-585 585-590 <0.002
72 R89-585 590-595 <0.002
12 R89-585 595-60N <0.002
72 R89-585 600-605 <0.002
12 R89-858 6N5-61N <0.002
72 R89-585 610-615 0.004
72 R89-585 615-620 <0.002
72 R89-585 620-625 0.003
72 R89-585 625-630 0.062
Z2 R89-585 630-635 0.008
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building J¢enit A
Sparks, Nevada 89431
702 (359-9330)

REPORT: R89-31936.4

SAMPLE EL EMENT Au -

NUMBER UNITS OPT T e—
R89-585 535-5401 <0.002

Duplicate <0.002

R89-585 585-590 <0.002

Duplicate <0.002
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" BONDAR-CLEGG

BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA
57132

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)
Invoice : R076829, Page 1
Date : 12-0CT~-89

Report No: R89-31936.4
Project : R89-585
Reference: R89-585 REF#505-635

BARRON

. : 2

~

26 Analééesﬁéf'doldwr

:0|',;r:' " c’it S 7.00 5 182000

“% gubtotal.weend : S 182.00 § 182.00

Sample Preparatiofi s '

P

o, -
(g on
v
sl

26 Samples of ASSAY PREP at $ 3.00 8 78.00
734 Samples of EXCESSIVE WETNESS/LB at § 0.20 $ 146.80

Subtotal S 224.80 S 224.80
Miscellaneous Charges
4% SOUTH DAKOTA SALES TAX S 9.14
2% DEADWOOD CITY SALES TAX S 4.50
Subtotal S 13.64 S 13.64

Invoice Total: S 420.44 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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